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Specimen No. 1 

Diameter: 12" (nominal) 
Wall Thickness: 3/8" 
Length: 20' - 0" 
Material: X60 

Dent Type A 

I 40" 40" 40" 20" 
J- -i- 

20" 40" 40" - r- I I T 

I 
Y 

240" =20'-0" 

Figure A-1: Dent locations for Specimen No. 1. 

Dent Initial Dent DeDth 
Dent Type Restraint Defect dD (%) d (in.) 

A A No 0.05" x 6" 5 0.6 

B A .  No 0.05" x 6" 15 1.8 

C A No 0.05" x 6" 10 1.2 

D A Yes 0.05" x 6" 5 0.6 

E A YeS 0.05" x 6" 15 1.8 

F A Yes 0.05" x 6" 10 1.2 

Table A-1: Summary of dent parameters for Specimen 1. 
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Initial Dent 

Force d d~ 

Rebound Dent Depth, d (in.) 
2 Indenter Depth at pressure (psi.) .- 

&nt TYPe 2 WPs) (in) (%) 0 250 450 650 850 1050 
A A No - 0.6 5 0.20 0.20 0.20 0.20 0.20 0.20 

B A No 83.6 1.8 15 1.10 1.10 1.10 1.10 1.08 1.08 
C A No 67.3 1.2 10 0.72 0.70 0.70 0.70 0.68 0.66 
D A Yes 62.8 0.6 5 0.16 - - - - 

F A Yes 68.1 1.2 10 0.60 - - - - - 
E A Y ~ s  88.0 1.8 15 1.06 - - - - - 

3.0 

2.5 

2.0 

e 
E 1.5 

-6 

Table A-2: Denting forces and dent depths for Specimen 1. 

I'O t 

0.0 J 
wpli 4 m g  . 650 psi a p s i  io50 psi opr i  

I n c h  static P r e s S ~  @si) 

Figure A-2: Dent depth rebound versus internal pressure for Specimen 1. 
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Fatigue Cycles to 
DentID Type Restraint d/D(%) Failure Failure Comment 

1 -A A No 5 Yes 94,559 groove crack, center of dent 
I -B A No 15 Yes 33,521 groove crack, center of dent 
1 -c A No 10 Yes 27,03 1 groove crack, center of dent 
I -D A Yes 
1 -E A Yes 

5 
15 

NO 94,559 no cracking 
Yes 37,548 groove crack, comer of restraint 

1 -F A Yes 10 Yes 68,456 groove crack, comer of restraint 

Table A-3: Summary of dent fatigue failures for Specimen 1. 

,API - X  
-API. S . Datt I-A 

Dem I-B 
A DentLC 

h i n t  I-E 
Dmi I-F 

Figure A-3: S-N plot of fatigue fkiiures for Specimen 1. 
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Specimen No. 2 

Diameter: 12" (nominal) 
Wall Thickness: 318" 
Length: 20' - 0" 
Material: X60 

Dent Type BH-L 

I I I I I I I I 

B C D E F G H I 

Figure A 4  Dent locations for Specimen No. 2. 

Initial Dent De~tb 
Defect dD (%) d(in.1 * 

Dent Type Restraint 

A BH-L No None 7.5 0.9 

B BH-L No None 10.0 4.2 

C BH-L No None 12.5 1.5 

D BH-L YeS None 15.0 1.8 

E BH-L No None 17.5 2.1 

F BH-L YeS ' None 17.5 2.1 

G BH-L Yes None 10.0 1.2 

H BH-L Yes None 12.5 1.5 

I BH-L No None 15.0 1.8 

J BH-L Yes None 7.5 0.9 

Table A-4: Summary of dent parameters for Specimen 2. 
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Initial Dent 

*E Force d &D 

Rebound Dent Depth, d (in.) 
Indenter Depth at pressure (psi.) 

c 
CI 

Dent Type 2 OciPs) (in) ("/.I 0 250 450 650 1050 0 

A BH-L NO 46.0 0.9 7.5 0.52 0.52 0.52 0.52 0.50 0.51 

B BH-L NO 50.7 1.2 10 0.70 0.70 0.70 0.70 0.68 0.70 

C BH-L NO 61.0 1.5 12.5 0.90 0.89 0.89 0.88 0.86 0.89 

D BH-L Yes 69.0 1.8 15 1.22 - - - - - 
E BH-L NO 79.0 2.1 17.5 1.42 1.4 1.39 1.38 1.34 1.37 

F BH-L Yes 80.0 2.1 17.5 1.40 - - - - - 
G BH-L Yes 52.5 1.2 10 0.72 - - - - - 5  

H BH-L Yes 62.5 1.5 12.5 0.92 - - - - 
I BH-L NO 71.5 1.8 IS 1.18 1.18 1.16 1.16. 1.12 1.16 
J BH-L Yes 46 0.9 7.5 0.48 - - 

Table A-5: Denting forces and dent depths for Specimen 2. 

I p w t R t b O m d  
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Pipe # 2 Restmint Form 

0 -  
.̂ I 

2-B BH-L NO 10 No 128,732 
2-C BH-L NO 12.5 No 128,732 
2-D BH-L YS 15 No 128,732 
2-E BH-L NO 17.5 No 128,732 
2-F BH-L Y ~ s  17.5 No 128,732 
2-G BH-L Y ~ s  10 No 128,732 
2-H BH-L YS 12.5 No 128,732 
2-1 BH-L NO 15 No 128,732 

. .- 

no cracking 
no leaks 

Figure A-6: Measured dent restraint forces for Specimen 2. 

Table A-6: Summary of dent fatigue fail- for Specimen 2. 
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Specimen No. 3 

Diameter: 12" (nominal) 
Wail Thickness: 1/4" ' 

Material: X42 
Length: 2 0  - 0" 

Dent Type BH-T & R 

12" 24" 24" 24" 24" 27" 30" 30" 30" 15" 
w . 1  t -  

1 i 
I I I I I I I 

I I I I I I 
I 1 I I I - 0 0 - - - - 

B C D E F G H 

240" =20'-0" 

Figure A-7: Dent locations for Specimen No. 3. 
z 

Dent Initial Dent Depth 
Dent Type - Restraint Defect dD (Yo) d (in.) 

A BH-T No None 5 0.638 

B BH-T No None 7.5 0.956 

C BH-T No None 10 1.275 

D BH-T No None 12.5 1.594 

E BH-T No None 15 1.913 

F R YeS None 12.5 1.594 

G R YeS None 10 1.275 

H R Yes None 7.5 0.956 

I R Y e s  None 5 0.638 

Table A-7: Summary of dent parameters for Specimen 3. 
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Initial Dent = Indenter Depth at pressure (psi. ; 
a Force d d~ e 

Rebound Dent Depth. d (in.) 
.- 

Dent T W  2 (kips) (in) (%) 0 400 800 1000 1200 0 
A BH-T NO 22.0 0.638 5 0.76 0.69 0.60 0.54 0.48 0.53 
B BH-T NO 24.0 0.956 7.5 0.85 0.75 0.67 0.61 0.55 0.60 
C BH-T NO 26.0 1.275 10 0.90 0.83 0.73 0.68 0.60 0.65 
D BH-T NO 30.0 1.594 12.5 1.22 1.09 0.92 0.80 0.72 0.79 
E BH-T NO 34.0 1.913 15 1.55 1.32 1.09 0.95 0.82 0.93 
F R Yes 27.2 1.594 12.5 1.08 - - - - - 
G R Yes 20.0 1.275 10 0.60 - - - - - 
H R Yes 17.8 0.956 7.5 0.78 - - - - - 
I R Yes 16.2 0.638 5 0.5 - 

Table A-8: Denting forces and dent depths for Specimen 3. 

Figure A-8: Measured dent restraint forces for Specimen 3. 
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Figure A-9: Dent depth rebound versus internal pressure for Specimen 3. 

Fatigue Cycles to 

3-A BH-T NO 5 No 100,943 shallow peripheral, post proof - 
3-B BH-T NO 7.5 No 100,943 shallow periphed, post proof 
3-C BH-T NO 10 No 100,943 shallow peripheral, post proof 
3-D BH-T NO- 12.5 YeS 89,684 peripheral leak 
3-E BH-T NO 15 YeS 80,880 peripheral leak 
3-F R YeS 12.5 Yes 100,943 peripheralleak 
3-G R YCS 10 No 100,943 nocracking 
3-H R YeS 7.5 No 100,943 no cracking 

DentID Type Restraint dD(%) Failure Failure Comment 

3 -I R YeS 5 No 100,943 nocracking 

Table A-9: Summary of dent fatigue fdures for Spechen 3. 

-256- 



I 
I .am 

Figrve A40 S-N fatigue test data for Specimen 3. 
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Specimen No. 4 

7- ' i  ~ 1- 

Diameter: 16" ( n o d )  
Wall Thickness: 1/4" 

Material: X60 
Length: 20' - 0" 

_ -  - -  1- 

Dent Type A 

I I I 1 I I I 
I I I I I I 

* 
240" = 20' - 0" 

Figure A-11: Dent locations for Spechen No. 4. 

Dent Initial Dent Depth 
Dent Type Restraint 

A A No 0.024" x 5" 5.0 0.8 

B A No 0.024" x 5" 18.8 3 .O 

C A No 0.024" x 5" 10.0. 1.6 

D A No 0.024" x 5" 15.0 2.4 

E A Yes 0.024" x 5" 18.8 3.0 

F A Yes 0.024" x 5" 10.0 1.6 

G A YeS 0.024" x 5" 15.0 2.4 . 

H A Yes 0.024" x 5" 5.0 0.8 

Table A-10: Summary of dent parameters for Specimen 4. 
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Initial Dent Rebound Dent Depth, d (in.) 
3 Indenter Depth at pressure (psi.) 
6 ul Force d d D  

Dent Type 2 Wps) (in) (ye) 0 100 250 450 650 850 1050 850 1050 1050 
__ 

A A No 18.4 0.8 5 0.20 0.19 0.17 0.17 0.14 0.14 0.12 0.15 0.12 0.15 

B A No 37.1 2.8 17.5 1.49 1.41 1.25 1.03 0.74 0.32 0.19 0.30 0.18 0.27 

C A No 23.6 1.6 10 0.67 0.65 0.59 0.49 0.41 0.34 0.29 0.34 0.28 0.33 

D A No 32.6 2.4 15 1.16 1.11 1.01 0.82 0.58 0.46 0.38 0.43 0.37 0.43 

. .  

E A Yes 38.0 2.8 17.5 - 
F A Yes 23.4 1.6 10 - - 
G A Yes 31.9 2.4 15 - 
H A Yes 18.7 0.8 5 

Table A-11: Denting forces and dent depths for Specimen 4. 

25.0 

20.0 

3 15.0 

t 
- 
d 
9 10.0 

8 

2 

3.0 

ao 
0 mi 650 psi 

? m s r r ( r i )  

Fwre A-12: Measured dent restraint forces for Specimen 4. 

IOSOpi 
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3.0 

Figure A-13: Dent depth rebound versus internal pressure for Specimen 4. 

~~ 

Fatigue Cycles to 
DentID Type Restraint dlD(%) Failure Failure Comment 

4-A A No 5 Yes 44,286 groove leak, center of dent 
4-B . A No 18.75 Yes 2,5 15 groove leak, center of dent 
4-C A No 10 YeS 7,600 groove leak, center of dent 
4-D A No 15 Yes 2,5 15 groove leak, center of dent 
4-E A Yes 18.75 Yes 62,668 peripheralleak 
4 F  A YeS 10 No 92,398 nocracking 
4-G A Yes 15 Yes 92,398 peripheralcrack 
4-H A Yes 5 No 92,398 nocracking 

Table A-12: SLKIUMY of dent fatigue fhilures for Specimen 4. 
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Figure A-14: S-N plot of fatigue failure for Specimen 4. 

.- 

“I 
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Specimen NO. 5 

Diameter: 16" (nominal) 
Wail Thickness: 1/4" 

Material: X42 

Dent Type BH-T, BH-L, & R 

Length: 20' - 0" 

12" 24" 24" 24" 24" 27" 30" 30" 30" 15" 
L l A  L A  

7- _ -  
I I I 1 I 
I I I I I I 
I I I I I I 

, - - - 0 0 - - 
B C D E F G H 

240" = 20' -0" 

Figure A-15: Dent locations for Specimen No. 5.  

Dent Initial Dent Depth 
Dent Type Restraint Defect dD (%) d (in.) 

A BH-T No None 5.0 .0.8 

B BH-T No None ' 10.0 1.6 

C BH-T No None 15.0 2.4 

D BH-L No None 10.0' 1.6 

E BH-L No None 15.0 2.4 

F R Yes None 15.0 2.4 

G R YeS None 10.0 1.6 

H R YeS None 7.5 1.2 

I R Yes None 5.0 0.8 

Table A-13: Summary of dent parameters for Specimen 5 .  
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Initial Dent 

'5 Force d d~ 

Rebound Dent Depth, d (in.) 
Indenter Depth at pressure (psi.) 

C 

L1 

Dent Type d OciPs) (in) (%) 0 271 542 677 813 948 0 

A 

B 
C 
D 
E 
F 
G 
H 

BH-T 
BH-T 
BH-T 
BH-L 
BH-L 

R 
R 
R 

No 21.8 1.2 5 0.68 0.62 0.56 0.53 0.51 0.47 0.52 
No 28.2 2.4 10 1.14 0.68 0.62 0.56 0.53 0.51 0.47 
No 35.2 3.6 15 1.68 1.14 0.96 0.82 0.76 0.69 0.62 
No 27 2.4 10 0.99 1.68 1.32 1.05 0.95 0.86 0.77 
No 33.8 3.6 15 1.61 0.99 0.89 0.80 0.73 0.68 0.63 
Yes 32.8 3.6 15 1.47 1.61 1.23 0.99 0.89 0.80 0.73 
Yes 24.2 2.4 10 0.86 1.47 - - - - - 
Yes 21.8 1.8 7.5 0.76 0.86 - - - - - 

I R Yes 18.4 1.2 5 0.62 0.76 - - - - 

Table A-14: Denting forces and dent depths for Specimen 5 .  

2'5 t 
2 0  

- 6 I5 
U- 

I .o 

0 5  

0 0  
0 psi 677 psi 813 pn 948 psl O p r i  271 psi 512 pn 

hmnbl  seuc -ar* mi) 

Figure A-16: Dent depth rebound versus hted pressure for Specimen 5.  
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Fatigue Cycles to 
DentID Type Restraint dD(%) Failure Failure Comment 

5 -A 
5-B 
5-c 
5 -D 
5-E 
5 -F 
5 -G 
5-H 

BH-T 
BH-T 
BH-T 
BH-L 
BH-L 

R 
R 
R 

No 
No 
No 
No 
No 
Yes 
Yes 
Yes 

5 
10 
15 
10 
15 
15 
10 
7.5 

No 
Yes 
No 
Yes 
Yes 
Yes 
No 
NO 

98,079 
98,079 
98,079 
62,970 
73,977 
67,620 
98,079 
98,079 

minor periphery cracking 
peripheral leak 
peripheral crack after proof test 
peripheral leak 
peripheral leak 
peripheral leak (rock fractured) 
no cracking 
no cracking 

5 -I R Yes 5 No 98,079 no cracking 

Table A-15: Summary of dent fatigue failures for Specimen 5 .  

I 
1.ooO 

Figure A-17: S-N fatigue test data for Specimen 5. 
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Specimen No. 6 

Diameter: 18" (nominal) 
Wall Thickness: 1/4" . 

Length: 20' - 0" 
Material: X42 

Dent Type A 

I 
L 

240" =20'-0" 

Figure A-18: Dent locations for Specimen No. 6. 
.... 

Dent Initid Dent Depth 
Dent Type Restraint Defect 

dD (%) d (in.) 

,., . 

.- 

A A Yes Scratch 5 0.9 

B A YeS Scratch 10 1.8 

C A YeS Scratch 7.5 1.35 

D A YeS Scratch 15 2.7 

E A No Scratch 5 0.9 

F A No Scratch 10 1.8 

G A No Scratch 7.5 1.35 

H A No Scratch 15 2.7 

Table A-16: Summary of dent parameters for Specimen 6. 
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Initial Dent 
E Indenter Depth at pressure (psi.) 
S Force d dlD 

Dent TYPe 2 (kips) (in) (%) 0 120 240 480 600 0 720 840 0 

Rebound Dent Depth, d (in.) 
.- 

A A Yes 24.2 0.9 5 0.81 - - - - - - - - 
B A Yes 33 1.8 10 1.24 - - - - - - - 
C A Yes 30 1.35 7.5 0.98 - - - - I - - 
D A Yes 43 2.7 15 1.87 - - - - - - - - 
E A No 23.6 0.9 5 0.58 0.53 0.45 0.27 0.22 0.27 0.16 0.14 0.17 
F A No 32.4 1.8 10 1.23 1.11 0.99 0.71 0.41 0.55 0.26 0.17 0.24 
G A NQ 30 1.35 7.5 0.97 0.90 0.77 0.48 0.32 0.42 0.24 0.16 0.24 
H A No 42 2.7 15 2.57 2.10 1.57 1.10 0.88 1.03 0.66 0.28 0.43 

Table A-17: Denting .forces and dent depths for Specimen 6. 

Ppc Y 6 R a f n i . 1  Forau 

Figure A-19: Measured restraint force forces for Specimen 6. 
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Pipe # 6 Dent Rebound 

3 0  - 

2.5 

2.0 

- z 1.5 
d 

1 .o 

0 5  

0.0 1 

Figure A-20: Dent depth rebound versus internal pressure for Specimen 6. 

Fatigue Cycles to 
DentID Type Restraint dD(%) Failure Failure Comment 

6-A A YeS 5 No 90,922 nocracking 
6-B A YeS 10 Yes 78,222 peripheralleak 
6-C A YeS 7.5 Yes 90,922 peripheralleak 
6D A YeS 15 Yes 40,253 peripheralleak 
6-E A No 5 Yes 2 134 1 groove leak, center of dent 
6-F A No 10 YeS 8,349 groove leak, center of dent 
6-G A No 7.5 Yes 1 1,791 groove leak, center of dent 
6-H A No 15 Yes 3,785 groo ve leak, center of dent 

Table A-18: Summary of dent fatigue failures for Specimen 6. 
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Figure A-21: S-N plot of fatigue fdures for Specimen 6. 
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Specimen No. 7 

Diameter: 18" (nominal) 
Wall Thickness: 114" 

Material: X60 
Length: 20' - 0" 

Dent Type BH-L 

.- 

Figure A-22: Dent locations for Specimen No. 7. 

Dent Initial Dent Der& 
Dent Type Restraint Defect 

dlD (%) d (in.) 

A BH-L No None 1.35 7.5 

B BH-L No None 1.8 10 

C BH-L No None 2.25 12.5 

D BH-L YeS None 2.7 15 

E BH-L No None 3.15 17.5 

F BH-L Yes None 3.15 17.5 

G BH-L Yes None 1.8 10 

H BH-L Yes None 2.25 12.5 

I BH-L No None 2.7 15 

J BH-L Yes None 1.35 7.5 

Table A-19: Summary of dent parameters for Specimen 7. 
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Initial Dent 

Force d d~ 

Rebound Dent Depth, d (in.) 
.- Indenter Depth at pressure (psi.) 

Dent TyPe 3 (kips) (in) (%) 0 200 400 600 800 0 
A BH-L NO 21.1 1.35 7.5 0.70 0.66 0.62 0.57 0.52 0.59 
B BH-L No 23.7 1.8 10 0.89 0.84 0.79 0.74 0.68 0.73 

D BH-L Yes 32.9 2.7 15 
E BH-L No 40 3.15 17.5 1.67 1.57 1.40 1.23 1.05 1.18 
F BH-L Yes 37 3.15 17.5 - 

H BH-L Yes 28.1 2.25 12.5 - 
I BH-L No 34.9 2.7 15 1.43 1.35 1.20 1.04 0.91 1.03 
J BH-L Yes 21.4 1.35 7.5 

C BH-L NO 29.7 2.25 12.5 1.13 1.06 0.97 0.88 0.77 0.89 
- - - - - - 

- - - - - 
G BH-L Yes 25 1.8 10' - - - - - 

- - - - - 

Table A-20: Denting forces and dent depths for Specimen 7. 

50 ,. 
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pip #7 Dent R e b o d  

30 

i 
2 5  - 

2 0  + 
I 

I 
0.0 4 

I 

Figure! A-24: Dent depth rebound versus internal pressure Specimen 7. 

Fatigue Cycles to 
DentID Type Restraint dD(%) Failure Failure Comment 

7-A BH-L NO 7.5 No 103,100 nocracking 
7-B BH-L NO 10 No . 103,100 nocracking * 

7-C BH-L NO 12.5 No 103,100 peripheral cracking, proof test 
7-D BH-L Yes 15 No 103,100 peripheral cracking, proof test 
7-E BH-L NO 17.5 No 103,100 peripheral cracking, proof test 
7-F BH-L Y ~ s  17.5 No 1.03,lOO peripheral leak, proof test. 
7-G BH-L Y ~ s  10 No 103,100 no cracking 
7-H BH-L Y ~ s  12.5 No 103,100 nocracking 
7-1 BH-L NO 15 No 103,100 peripheral cracking, proof test 
7-5 BH-L Yes 7.5 No 103,100 no cndchg 

Table A-21: Summary of dent fatigue failures for Specimen 7. 
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Specimen No. 8 

- -  - _  -- 7- i I 

Diameter: 18" (nominal) 
Wall Thickness: 1 /4" 

Material : X60 
Length: 20' - 0" 

r -  --  
I I 

Dent Type BH-T & R 

I I I I I I 

I I I I I I 

Figure A-25: Dent locations for Specimen No. 8. 

Dent Initial Dent Depth 

ci;D (%) d (in.) 
Dent Type Restraint Defect 

A BH-T .Yes None 15.0 2.7 

B BH-T . No None 15.0 2.7 

C BH-T YeS None 17.5 3.2 . 

D BH-T No None 17.5 3.2 

E R Yes None 

F R Yes None 

G R YeS None 

H R YeS None 

Table A-22: Summary of dent parameters for Specimen 8. 

-272- 



Initial Dent 

Force d dD 

Rebound Dent Depth, d (in.) 
.- Z Indenter Depth at pressure (psi.) 

z 
Dent TYF (kips) (in> (%) 200 400 600 800 

A BH-T Yes 33.4 2.7 15 - - - - - - 
B BH-T NO 34.9 2.7 15 1.33 1.07 0.95 0.85 0.77 0.85 
C BH-T Yes 40.1 3.15 17.5 - - - - - - 
D BH-T NO 40.3 3.15 17.5 1.60 1.20 0.99 0.89 0.80 0.88 
E R Yes - - - - - - - - - 
F R Yes - .  - - - - - - 
G R Yes - - - - - - - - 

- - 

Table A-23: Denting forces and dent depths for Specimen 8. 

Figure A-26: Measured dent restraint forces for Specimen 8. 
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pip tY 8 Reband 

I S  t 

Figure A-27: Dent depth rebound versus internal pressure for Specimen 8. 

Fatigue Cycles to 
DentID Type Restraint dD(%) Failure Failure Comment 

8-A BH-T Y ~ s  15 No 10 1,587 shallow peripheral crack 
8-B BH-T NO 15 No 101,587 shallow peripheral crack 
8-C BH-T Y ~ s  17.5 No 101,587 shallow peripheral crack 
8-D BH-T NO 17.7 No 101,587 shallow peripheral crack 
8-E R Yes N.A. Yes 68,264 internal surfw leak under rock 

8-F R Yes N.A. No 101,587 deep peripheral leak & internal 

8-G R Yes N.A. YeS 61,295 internal surface crack under 

8-H R YeS N.A. No 101,587 peripheral cracking 

& peripheral crack 

surface crack, post proof 

rock 

Table A-24: Summary of dent fatigue failures for Specimen 8. 
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Figure A-28: S-N fatigue test data for Specimen 8. 
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Specimen No. 9 

I 
I I I 
I I I 

- 1  - -  - _  a - -  - -  m 

Diameter: 
Wall Thickness: 
Length: 
Material: 

24" (nominal) 
1 /4" 

X60 
13' - 4" 

Dent Type A 

D I  
I I 

1 I 

I A * B  C 

160" = 13' - 4" 
* 

Figure A-29: Dent locations for Specimen No. 9. 

Dent 
Dent Type Restraint 

Initial Dent DeDth 
Defect dD (%) d (in.) 

A A No Scratch 10.0 2.4 

B A No Scratch 5 .O 1.2 

C A No Scratch 7.5 1.8 

D A YeS Scratch 10.0 2.4 

Table A-25: Summary of dent parameters for Specimen 9. 
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Initial Dent 

6 Force d dlD 

Rebound Dent Depth, d (in.) 
indenter Depth at pressure (psi.) ._ 

Dent Type d (kips) (in) 0 lat 200 300 400 500 600 626 0 

I_ 

A A No 36 2.4 10 1.14 1.04 0.91 0.78 0.63 0.43 0.31 0.27 0.44 
B A No 28 1.2 5 0.67 0.58 0.46 0.38 0.31 0.25 0.2 0.2 0.29 
C A No 32 1.8 7.5 0.82 0.71 0.6 0.49 0.36 0.28 0.23 0.22 0.33 

D A Yes 36 2.4 10 1.14 - - - - - - - - 

Table A-26: Denting forces and dent depths for Specimen 9. 

4a 

a 

PTp # 9 Rwmimt Form 

!,DmtD, 

Figare A-30: Measured dent restraint forces for Specimen 9. 
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Pip # 9 R e b o d  

L 1.5 
d 

.. 

I .o 

0 5  

Opsi IO0 psi 200 psi mpi. mpi 500 pi Wpi -psi Opri 

L c r e ~ S P P i c h a r ~ g i )  

.- 
Figure A-31: Dent depth rebound versus internal pressure for Specimen 9. 

Fatigue Cycles to 
DentID Type Restraint dlD(%) Failure Failure Comment 

9-A A No 10 Yes 12,711 groove crack, center of dent 
9-B A No 5 Yes 30,108 groove crack, tinter of dent 
9-c A No 7.5 YeS 18,608 groove crack, center of dent 
9-D A YeS 10 No 100,258 peripheral cracking, proof test 

Table A-27: Summary of dent fatigue fdures for Specimen 9. 
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Figure A-32: S-N plot of fatigue failures for Specimen 9. 
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Specimen No. 10 

Diameter: 24" (nominal) 
Wall Thickness: 1 /4" 

Material: X60 
Length: 13' - 4" 

Dent Type BH-L & BH-T 

16" 32" I 32" , 32" 32" 16" 
I 

I I ' I  I 

I I I 

- 'r - I- - I- I -7 

I 
I 
I 

E I  
I 
I 

A B C D 

I 160" = 13' - 4" I 
I I 

Figure A-33: Dent locations for Specimen No. 10. - 

Dent Initial Dent Depth 
Dent Type Restraint Defect 

dD (%) d (in.) 

A BH-T No none 10.0 2.4 

B BH-L No none 10.0 2.4 

C BH-T No none 7.5 1.8 

D BH-T No none 5.0 1.2 
E BH-L No none 5.0 1.2 

Table A-28: Summary of dent parameters for Specimen 10. 
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23 

20 

Initial Dent Rebound Dent Depth, d - Indenter Depth (in.) - 

.. 

.. 

- 

2 Force at pressure (psi.) 
Dent Type (kips) d d/D 

d 0 100 200 300 400 500 600 626 0 626 0 
(in) (%I 

A BH-T No 42 2.4 10 1.67 1.58 1.43 1.27 1.14 1.04 0.95 0.94 1.08 0.92 1.06 

B BH-L No 42 2.4 10 1.69 1.47 127 1.12 1.03 0.94 0.87 0.85 1.00 0.85 0.98 

C BH-T No 34 1 8 7.5 1.08 0.96 0.86 0.80 0.74 0.70 0.65 0.65 0.74 0.63 0.73 

D BH-T No 28 1.2 5 0.82 0.74 0.69 0.63 0.61 0.57 0.54 0.53 0.61 0.53 0.60 

E BH-L NO 28 1.2 5 0.83 0.80 0.73 0.70 0.67 0.62 0.57 0.57 0.66 0.56 0.66 

Table A-29: Denting forces and dent depths for Specimen 10. 

2 I S  
d 

10 

0.5 

Figure A=*. Dent depth rebokd versus internal pressure for Specimen 10. 
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Fatigue Cycles to 
DentID Type Restraint dD(%) Failure Failure Comment 

10-A BH-T NO 10 No 109,332 peripheral cracking, proof test 
10-B BH-L NO 10 Yes 109,332 peripheral leak 
10-C BH-T NO 7.5 No 109,332 peripheral cracking, proof test 
10-D BH-T NO 5 No 109,332 nocracking 
10-E BH-L NO 5 No 109,332 no cracking 

Table A-30: Summary of dent fatigue failures for Specimen 10. 
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Figure A-35: S-N Eatigue test data for Specimen 10. 



Specimen No. 11 

I I 
I i I I 

I I 
rn 

Diameter: 24" (nominal) 
Wall Thickness: 1/4" 

Material: X60 
Length: 13' - 4" 

Dent Type R 

I I 
I 

D I  i - i 0 ' -  

I 
C I A B 

I 

I 160" = 13'-  4" I 
I- - 1  

Figure A-36: Dent locations for Specimen No. ll. 

Dent InitialDentDePth ' 

Defect dD (%I d(iIl.) 
Dent Type Restraint . .  . ,  

A R YeS None 5 .O .1.2 

B R . Yes None 7.5 1.8 

C R YeS None 12.5 3.0 

D R Yes None 10.0 2.4 

Table A-31: Summary of dent parameters for Specimen 1 1. 
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Initial Dent 

Force d d~ d(in.) 
(kips) (in) (%) 

- 
.E Indenter Depth Rebound, E 

.B  Dent Type 

A R Yes 24 1.2 5 0.65 
B R Yes 26 1.8 7.5 0.99 
C R Yes 41 3 12.5 1.35 
D R Yes 32 2.4 10 1.06 

Table A-32: Denting forces and dent depths for Specimen 11 

Pip # 11 Res- Forces 

Figure A-37: Measured dent restmint forces for Specimen 1 1. 
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Fatigue Cycles to 
DentID Type Restraint dD(%) Failure Failure Comment 

11-A R Yes 5 No 110,600 nocracking 
11-B R Yes 7.5 No 110,600 nocracking 
11-c R YeS 12.5 No 110,600 peripheral cracking 
11-D R YeS 10 No 110,600 nocracking 

Table A-33: Summary of dent fatigue failures for Specimen 1 1 .  
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Specimen No. 12 

Diameter: 
Wall Thickness: 
Length: 
Material: 

Dent Type A 

30" (nominal) 
318" 
lo' - 0" 
Gr. B 

I I ! , , 

-B .c 
I 

I 

I 120" = 10'-0" I 

Figrvt A-38: Dent locations for Specimen No. 12 

Dent Initial Dent D e ~ t h  
Dent Type Restraint Defect dD (%I d (in.) 

A A No Scratch 5 .O 1.5 

B A No Scratch 7.5 2.3 

C A No Scratch 10.0 3.0 

Table A-34: Summay of dent parameters for Spechen 12. 
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Initial Dent 

Z Force d dlD 

Rebound Dent Depth, d (in.) 
3 Indenter Depth at pressure (psi.) 

Dent TYP 9 (kips) (in) 0 100 200 300 400 500 600 626 0 

A A No 36 1.5 5 1.00 0.91 0.88 0.79 0.69 0.57 0.46 0.43 0.53 

B A No 44 2.25 7.5 1.41 1.26 1.20 1.07 0.94 0.80 0.64 0.60 0.72 
C A No 52 3 10 1.86 1.66 1.59 1.40 1.20 1.01 0.83 0.77 0.92 

Table A-35: Denting forces and dent depths for Specimen 12. 

Figure A-39: Dent depth rebound versus internal pressure for Specimen 12. 
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Fatigue Cycles to 
DentID Type Restraint dD(%) Failure Failure Comment 

~~~ ~~ ~~ 

12-A R No 5 Yes 44,484 groove leak, center of dent 
12-B R No 7.5 Yes 60,891 groove leak, center of dent 
12-c R No 10 No 100,891 small center crack, proof test 

100 

10 

1 

Table A-36: Summary of dent Wgue failures for Specimen 12. 

lO.oO0 100.OOO I ,o00.000 

Nmrbcr of Cycler to F8iimre 

Figure A& S-N plot of fatigue failures for Spechen 12. 
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Specimen No. 13 

Diameter: 3 0" (nominal) 
Wall Thickness: 318" 

Material: Gr. B 
Length: lo' - 0" 

Dent Type BH-L 

, 20" 40" , 40" , 20" 

I /  
4. - -  -,- 

I I 
I I 

! 120" = 10'-0" t 

1 -  - 1  

Figure A-41: Dent locations for Spechen No. 13. - 

Dent Initial Dent Depth 
Defect 

dD (%) d (iQ-1 
Dent Type Restraint 

A BH-L No None 5.0 1.5 

B BH-L No None 10.0 3 -0 

C BH-L No None 7.5 2.3 

Table A-37 Summary of dent parameters for Specimen 13. 
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Initial Dent Rebound Dent Depth, d (in.) 
Indenter Depth at pressure (psi.) .- 

Force d dD 
Dent TYP 3 WPS) (%) 0 100 200 300 400 500 600 626 0 

A BH-L NO 40 1.5 5 1.31 1.27 1.20 1.12 1.04 0.98 0.90 0.87 0.97 
B BH-L NO 52 3 10 2.56 2.29 2.00 1.75 1.60 1.46 1.31 1.27 1.42 
C BH-L NO 50 2.25 7.5 2.07 1.97 1.81 1.64 1.51 1.35 1.22 1.18 1.31 

Table A-38: Denting forces and dent depths for Specimen 13. 

P&e (I 13 R e b o d  

2.5 

d 
1.5 

d 

3 2.0 .- v 
h 

Opsi lOOpsi 200psi 300psi 4OOpsi Mopsi 6OOpsi 626psi Obsi  

Increments1 Static Pressure, (pi) 

Figure A42: Dent depth rebound vcrsus intend pressure for Specimen 13. 

Fatigue CyClesto 
DentID Type Restraint dD(%) Failure Failure Comment 

13-A BH-L NO 5 Yes 100,050 nocracking 
13-B BH-L NO 10.0 Yes 100,050 nocracking 
13-C BH-L NO 7.5 No 100,050 slight peripheral cracking, at 

design pressure prior to proof 
test 

Table A-39: Summary of dent fatigue failures for Specimen 13. 
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Specimen No. 14 

- Diameter: 36" (nominal) 
Wall Thickness: 318" 

Material: 
Length: lo' - 0" 

Gr. B I 

- Dent Type A 

20" 40" 40" 20" 
I - -  I 

I 

. I  

-- 
- I-  

I r -:- I I I 

; -* -B -c ; 
I I 
I I 

I 120" = 10'-0" i 
- 1  ,-  

Figure A-43: Dent locations for Specimen No. 14 

Dent Initial Dent Depth 

d (in) 
Defect dD (%) 

Dent Type Restraint 

A A No Scratch 5.0 1.8 

B A No Scratch 15.0 5.4 

C A No Scratch 10.0 3.6 

Tabk A-40: Summary of dent parametem for Specimen 14. 
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Initial Dent Rebound Dent Depth, d (in.) 
Indenter Depth at pressure (psi.) .E 

2 Force d dD 
Dent TyPe 2 @PSI (in) (%) 0 149 298 447 521 0 

A A No 35 1.8 5 0.81 0.73 0.61 0.48 0.42 0.50 
B A No 56 5.4 15 2.40 1.86 1.4 1.10 0.98 1.16 
C A No 55 3.6 10 1.91 1.70 1.35 1.04 0.88 1.08 

. 
d n 

3.0 

2.5 

I .5 

1 .o 

0.5 

0.0 

0 psi 149 psi =psi 447 psi 521 psi 0 psi 
Ineremeacrl Static Pnsrore, @si) 

Fig~rr A-44: Dent depth rebound versus htemal pressure for Specimen 1 4. 

Table A-41: Denting forces and dent depths for Specimen 14. 
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Specimen No. 15 

Diameter 3 6" (nominal) 
Wall Thickness: 318" 

Material: Gr. B 
Length: 10' - 0" 

Dent Type BH-L 

20" 40" 40" 20" 
I I - ~ -  

I t I 
I I 

I I I 

-- 

i. 120" = 10'-0" 4 
Figure A-46: Dent locations for Specimen No. 15. 

Dent Xnitial Dent k t h  
Defect dD (%) d (in.) Dent Type Restraint 

A BH-L . NO None 5 .O 1.8 

B BH-L No None 10.0 3.6 - 

C BH-L No None , 15.0 5.4 

Table A-37  summa^^ of dent parameters for Specimem 15. 
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Initial Dent Rebound Dent Depth, d (in.) 
.-. = Indenter Depth at pressure (psi.) 
e Force d dD 

Dent Type 2 Wps) (in) (%) o 149 298 447 521 0 

A BH-L NO 34 1.8 5 1.01 0.94 0.86 0.78 0.73 0.81 
B BH-L NO 45 3.6 10 1.68 1.50 1.33 1.17 1.08 1.18 
C BH-L NO 60 5.4 51 2.76 2.39 1.93 1.59 1.41 1.65 

Table A-38: Denting forces and dent depths for Specimen 15. 

3.0 

2.J 

2.0 
E c 
h 

= 1.J e 
E 
P 

a 
* 

1 .o 

0.0 1 
0 pai 149 pai 298 pri 441 p d  J21 pai 0 pri 

Imcrrmcatal Sht ic  ?resmre, (psi) 

Figure A-47: Dent depth rebound versus internal pressure for Spechen 15. 
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Fatigue Cycles to 
DentID Type Restraint dD(%) Failure Failure Comment 

15-A BH-L NO 5 No 1 1 1,425 groove crack, 2390 large cycles 

15-B BH-L NO 10 No 1 1 1,425 peripheral leak, proof test 
15-C BH-L NO 15 YeS 1 1  1,425 no cracking 

after proof test 

Table A-39: Summary of dent fatigue failures for Specimen 15. 

A l 5 4 !  

Figrve A 4  S-N plot of fatigue failures .for Specimen 15. 
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